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ID-160426077-1 Additinal Report

S.No. N :
No. Name of Test Result - Test Method

It Shear Résistance of Joints, N/S0mm 1113 BS EN 12317-2:2010

(In Tensile Mode)
Speed — 100mm/minute

Remark: The sample was broken from parant material,
End of test report
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